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Abstract

In 1948, R. C. Jones showed that uniaxial media can in general show four different funda-
mental optical phenomena, each of which appears in refraction and absorption. Three of
them are well-known: isotropic refraction and absorption, linear birefringence and dichro-
ism, circular birefringence and dichroism. The fourth effect has remained unobserved so far.
It represents an additional linear birefringence (and dichroism) with its fast and slow axes
tilted by 45 degrees with respect to the axes of the standard linear birefringence. Jones
birefringence should occur in several uniaxial crystal classes, and isotropic media subjected
to external parallel magnetic and electnc fields perpendicular to the direction of the light;
Any = Nygge — N_yge = kJ/\E B. We report the first experimental observation of the
magneto-electric Jones birefringence, induced in liquids.

1. Introduction

Many linear optical effects in homogeneous uniaxial media are known, either intrinsic ones due to
the symmetry properties of the medium, or effects induced by external influences like magnetic
field, electric field, pressure etc. Jones developed a matrix formalism to classify these effects
[1]. By a completeness argument, he deduced the existence of a fundamentally new effect in
addition to the three known effects cited above. This fourth effect, appearing in refraction and
absorption, is called Jones birefringence and Jones dichroism. Jones showed that this new effect
can only exist in uniaxial media and that it represents an additional linear birefringence (with
its corresponding dichroism), the optical axes of which bisect the optical axes of the standard
linear birefringence. Later theoretical work on the basis of symmetry arguments [2] [3] and
of generalized polarizability tensor calculations [2] showed that the Jones birefringence occurs
intrinsically in many uniaxial crystal classes and can be induced in all media by simultaneously
applying parallel magnetic and electric fields perpendicular to the direction of light propagation.
This magneto-electric Jones birefringence An; is predicted to be [2] [3]:

AnJ = Ny — N_gp0 = k‘J)\ E . E (1)

where A is the wavelength, E and B the external applied electric and magnetic fields. As the
external fields can be modulated, the experimental search for the induced Jones birefringence
allows high sensitivity (phase sensitive detection) and good discrimination against other effects,
in particular the standard linear birefringence An = n| — n that always accompanies the
Jones birefringence. In liquids and gases subjected to electric and magnetic fields, this standard
birefringence is present in the form of the Cotton-Mouton effect (An o< B?) and the Kerr effect
(An o E?). These birefringences will in general be much stronger.
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2. Theory

In the following modification of a much more complete treatment of Graham et al. (2] [6] we
will show that Jones birefringence is a bianisotropic effect. In the expressions for D and H we
retain the dominant terms of the light-matter interaction:

Do = €Ey + anpEg + GaﬂBﬂ H, = IlalBa — XagBg — gaﬂEp (2)

In a liquid subjected to parallel electric and magnetic fields along the x-axis, Fegt, Begt, the
tensors become field distorted, for example: Gog(Eegt, Bext) = Gaﬁ+ 35 tBezt+ og 8 Begt+-+ -
The multipole polarization densities are statistical averages over the molecular orientations in
the external fields. We consider only polar diamagnetic molecules and only averages proportional
t0 Eegt - Begt [2]- The dominant polar contribution is given by:

(Gap (Beat, Beat)) = — Ecstest (1o 52, (3)
Analogous for (Gag), but (€gdag + 0ag) = €00eg and (15 0ap + Xap) = 15 0ap. We rewrite:

Do = €o8opEp + MEspsBaat (1, 5528VBy  Hp, = py'0apBp — MoegtPeat (uy 50e0 VB (4)

We assume plane wave eigenmodes E, = E, e’““"(t“ %) and use the Maxwell equations E,
2e,.8Bp and Do = —Ze€,,5Hg . This leads, w1th gc_efT ggﬁ— [2], to the wave equation:

8G
" oG — & et (i (rBf:e - &) ( Ny ) = ( iy ) (5)
— 2 NBeptBeat gtBeat (11, (a—e% gﬁﬁ ) n? E,, E,,

The eigenvectors are linearly polarized light at & 45° with Any = L XEeptPeat (uz(ggﬁ - g%fj)).

3. Experiment

The experimental setup is shown in figure 1. It is
a modification of a setup to measure magnetic linear
birefringence, the Cotton-Mouton effect [4]. It con-
sists of a HeNe-laser L, polarizer P, photoelastic mod-
ulator PEM, Pockels’ cell FC, Fresnel rhomb F®, sample
cell 8, analyzer A and photodiode FP. Phase-sensitive
feedback loop drives the Pockels’ cell to compensate
the sample birefringence. Sample lengths varied from
5 to 25 mm. Applied are a static magnetic field B and
a low frequency alternating electric field E - cos Q.
A phase sensitive detection of the resulting birefrin-
gence at the electric field frequency Q (~ 60s7!) is
performed. The angle ¢ of the polarization of the
light incident on the sample with respect to the mag-
netic field can be chosen with the Fresnel rhomb. The
angle  between B and E can be chosen by rotating
the electrode assembly. By a proper choice of ¢ and 6
and the external fields, the setup can measure electric
linear (Kerr), magnetic linear (Cotton-Mouton) and
magneto-electric Jones birefringence. The resolution is Any ~ 2 - 107*? with applied fields of
17 T and 2,5 -10°¥ and a pathlength of 25 mm.

Y/

Figure 1: Experimental setup

Ugng < Any
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1 2 3 The samples were pure molecular liquids
©>-No2 @-Cl S=CSS  or concentrated molecular solutions and non-
CH(CHY), absorbing at the laser wavelength of 632 nm.

6 I\ They were selected based on the presence of

4 Blr 5 C|I o’TIi - low-lying, high oscillator strength optical tran-

craci. & cueny, ~Sitions and the possibility to have high concen-
trations. Dipolar 1,2, quadrupolar 3, tetrahe-
dral 4-9 and octahedral 10,11 molecules (the
symimetries being only approximate) have been

7 Q 8 9 ,
H,C’)\I/Z\N‘CH; @cm @ examined, see figure 2. Only 8, 9 and 10

s c
Br“1'~Br  CI” ] ~CI
Br Cl CH(CH,),

e H, _Mn_ _Fe_ showed a significant Jones birefringence. Typ-

H,CI \CH, oc (‘:o co oc éo co ical results for 8 are shown in figure 3, demon-

10 CH.CH, 1" strating explicitly the linear depen(.ience of A'I:LJ

on E, B and cosf, thereby proving the exis-

cnl O tence of the Jones birefringence and confirming

TN, ] Gk equation 1. The table summarizes the results
O\T'/O ( \[L Pt q .

o J)\O )Eio; Lo \ for the molecules 8, 9 and 10 (the electric field

_o{y “BHCHy), j;\/);o“ and Any in the last column are rms values).

CHOH, © GH, X It was further checked that the observed Any

is independent of the sample length. The tem-
perature dependence of An s for molecule 8 was
measured to be kj(T) oc ™%,z = 0.8 + 0.2. This is consistent with the alignment of a perma-
nent molecular dipole moment by an external field, which would give z = 1. We suppose this
moment to be the static electric dipole moment.

Figure 2: Investigated molecules

A further test for the validity of our ex- 1 17T/1,9-105 %
perimental results consisted of measuring e [D]| pm [ps]| ks [W] Any

the magneto-electric linear birefringenceof 8 | ~4 | 1,7 [4,7-1071 | 9,6.-10"1

8 and 10 in crossed magnetic and electric 9 | ~4 | ~3 |2,2-10°1 4,5.10"11
fields, both perpendicular to the direction 40| ~0 |51.10"12 1,0-10~1
of light propagation. This birefringence,
which has the same optical axes as the Kerr and Cotton-Mouton effects, was predicted to have
the same magnitude as the Jones birefringence [3] [5]. We found this to be indeed the case.

We can heuristically summarize our results by noting that a relatively large Jones birefrin-
gence is observed in molecules having a low-lying strong charge transfer transition of approxi-
mately octupolar symmetry and a permanent electric dipole moment. Note that all liquids must
exhibit the magneto-electric Jones birefringence, but the effect is below our detection limit for
the other molecules.

Graham and Raab estimated the strength of the Jones birefringence for spherical atoms.
They found the following relation between Jones, Cotton-Mouton and Kerr birefringence [2]:

Anyg l ks
L/KnKZSnCM VkK 75CM ( )

The results of Ross et al. [3] would imply that 5 is of the order of ¢, the fine structure
constant (= 0.0073). The values we have observed so far are n = 0.0036 for 8 and 10 and
7 = 0.0019 for 9 . This is within one order of magnitude of both predictions. However, values
for n that are at least two orders of magnitude smaller than this were found for other molecules.
The relation between 7 and the molecular structure is not yet understood.
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Estimates of the absolute strength of Jones bire-
fringence have been made for hydrogen atoms [5].
ks = 6-107Y G was calculated at 1 atm. pres-
sure, which translates to ky &~ 10~ gr for the den-
sities of our molecular liquids. Electrostatic align-
ment of permanent dipole moments at room tem-
perature increases this by two orders of magnitude
[2], thus k; ~ 107'2g}r. Resonance enhancement
due to the low-lying optical transitions may give an-
other order of magnitude, leading to an estimate of
ky ~ 1071 T, which is in reasonable agreement
with our experimental results for k; on 8, 9 and
10. Empirically, this extrapolation seems only to be
valid for those molecules that have optical transi-
tions that involve truly three-dimensional motion of
electrons, as is also the case for the hydrogen atom.

4. Conclusion

We have for the first time experimentally observed
the Jones birefringence, induced by an electric and a
magnetic field in molecular liquids. This observation
provides the final validation of the Jones formalism
in polarization optics. Our results confirm all qual-
itative predictions made for the effect. However our
understanding of the relation between Jones bire-
fringence and molecular structure is still incomplete.
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